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General information
EAER
Name of samples Li-ion Cell
FE b 25 TR
Model/&! 5 14500
Ratings/4l & 24 3.7V, 400mAh, 1.48Wh
Trade mark/ftr N/A
Appearance Cylindrical and Green
FEdh SN B A T A
Dimensions/ /X~ (14.2+£0.5)mm(Diameter) x(49.0+2.0)mm(Height)
Mass/Jii & Approx./%] 15.2 g
Applicant Shantoushi Dingjiayuan New Energy Co., Ltd.
3 P IS T S5 AR VR BE VR PR 22 =)

Applicant address

Chenghai District of Shantou Lotus South Town, Industrial Zone, 515800 Shantou,
PEOPLE'S REPUBLIC OF CHINA

FH ¥ e . St [ e e ok
"’ Ik TV X TG Tk IX
Manufacturer Shantoushi Dingjiayuan New Energy Co., Ltd.
138 P ULk T 5 A VEHT RE R AT B 4 7]
Chenghai District of Shantou Lotus South Town, Industrial Zone, 515800 Shantou,
Manufacturer address
PEOPLE'S REPUBLIC OF CHINA
Contact Motk e e e
: . ULk T PR A X% TN R kX
information Tel./H % | 0754-85179033
o el./rL -
BT RS S
o Email/li$5 | 79832378@qqg.com
- Web/MHE | N/A
Factory Shantoushi Dingjiayuan New Energy Co., Ltd.
A WK T S5 AR VR BE VR R 24 =)

Factory address

AR

Chenghai District of Shantou Lotus South Town, Industrial Zone, 515800 Shantou,
PEOPLE'S REPUBLIC OF CHINA
IS T VR A DX T B T b (X

Receiving date

. 2020.04.14
P H
Test date 2020.04.14~2020.04.27
Kz - o
Testing Laboratory Guangzhou CP-UP Certification Technology Service Co., Ltd.
For g EAr L EVNTE %N & e NG|
) No.1, Aigang 7th Lane, Yunxing Zhukeng Village, Shigiao Street, Panyu District,
Testing address ]
Guangzhou, Guangdong China
Laboratory Hohik . e o . .
: . JTRATONT R B X T = BRI BN L 1 5
information Tel./HL % | 86-020 3112 7037
o JHLT -
oL EAA R 2R _ :
. Email/ii45 | info@cp-up.com
o Web/MiE | www.cp-up.com
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Test Conclusion
For 45 18
Clause Name of test Testing standard Test result Conclusion Remarks
ss KT 445 KR K R RIGE #iE
Altitude simulation See Appendix 1 P
38.3.4.1 BTN s -
fe FE AU WHE 1 SEibul
38.3.4.2 Thermal test See Appendix 2 P )
R R R W 2 st
UNITED NATIONS '
Vibration Recommendations on the See Appendix 3 =
38.3.4.3 . v s -
P2 TRANSPORT OF WHE 3 by
DANGEROUS GOODS
Shock Manual of Tests and Criteria | See Appendix 4 P
38.3.4.4 ity Sixth revised edition WHE 4 Sibul i
Amendment 1
External (ST/SGIAC.10/11/Rev.6/ See Appendix 5 p
38.3.4.5 SZ(I?QB—;HEC%M Amend.1) Section 38.3. WHE 5 o] -
impact B2 [E (KT Sl SR PIIB Y A
58.3.4.6 EATRRIEIE 1 '
Crush (ST/SG/AC.10/11/Rev.6/ See Appendix 6 P ]
7193 Amend.1) % 38.3 4 WHE 6 SibuS
Overcharge N/A
38.3.4.7 7R - KRG -
Forced discharge See Appendix 7 P
38.3.4.8 \ ‘ .
SR 1T H, Wk 7 pibuN

Test environment condition
o I PR 55 2% A

Ambient temperature: 20+5°C Ambient humidity: <75%
HB5RE: 20£5°C IR R <75%

Test conclusion

The sample has passed the test items of UNITED NATIONS
Recommendations on the TRANSPORT OF DANGEROUS GOODS Manual of
Tests and Criteria Sixth revised edition Amendment 1 (ST/SG/AC.10/11/Rev.6/
Amend.1) Section 38.3.

g, ZFERAEREE COCTfak e

LRl EA 7 PRAETFE) SN
BATRRAE IE 1 (ST/SG/AC.10/11/Rev.6/ Amend.1) g -
Date of issue/ [#fAH;
Tested by i ~
e Max Feng /’IW ka/{j/
Reviewed by
4% Tracy Chen Tmo}, Cken
—
Approygd by Leo Zhi Technical director
e BARMTIN
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Appendix 1
fi 1
Test Items Altitude simulation
o T H e BE A
11 Test procedure
KA P
Test cells and batteries shall be stored at a pressure of 11.6kPa or less for at least six hour at
ambient temperature (20+5°C).
0 b A L ZE RAE ) S T BT 11.6 TR RS (20 + 5°C) FAAE D 6 /N .
12 Sample status
' FEdh RS
C1#~C5#, first cycle, fully charged state;C1#~C5#,%% 1 N R HLAW, EEFRHBRE
C6#~C10#, 25th cycle, fully charged state;C6#~C10#,5 25 N7 L, 58478 HIRAS
13 Result
' RUESEN
. Before il i After il j5 Mass 0SS Residual
ample NO. Mass Voltage Mass Voltage FRER %k ocv Observatio
e Hgp L . = n . = < el < (k=&
T b B R VAR NS PR VAR VA %) Tl 2 HL ns MELIL 5
0,
(@ V) (@ V) (%)
Cil# 15.044 4.190 15.043 4.184 0.007 99.86 O
C2# 15.106 4.191 15.104 4.185 0.013 99.86 @)
C3# 15.059 4.189 15.058 4.184 0.007 99.88 @]
Ca# 15.258 4.190 15.257 4.185 0.007 99.88 o]
C5# 15.064 4.188 15.064 4.184 0.000 99.90 O
Co# 15.243 4,192 15.242 4,183 0.007 99.79 O
C7# 15.044 4,192 15.042 4.186 0.013 99.86 @)
C8# 15.126 4.189 15.125 4.184 0.007 99.88 @]
Co# 15.253 4,191 15.253 4.184 0.000 99.83 o]
cio# 15.059 4,192 15.057 4.184 0.013 99.81 O

Note:L-Leakage, V-Venting, D-Disassembly, R -Rupture, F-Fire, O-No leakage, no venting, no disassembly, no

rupture, no fire.

vE: L- s V- HER D- R R- MR F- 2k O- oiltdR. BHER. ok, TR, K.

Page 4 of 12 pages
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Appendix 2
& 2
Test Items Thermal test
oI5 H P e
11 Test procedure
KA 7
Test cells and batteries are to be stored for at least six hours at a test temperature equal to
72+2°C, followed by storage for at least six hours at a test temperature equal to -40+2°C, The
maximum time interval between test temperature extremes in 30 minutes, This procedure is to
be repeated until 10 total cycles are complete, after which all test cells and batteries are to be
stored for 24 hours at ambient temperature (20£5°C).
BRI R Y R L 2H I S AE IR B0 T B 55 T 724 2°CH SR AF AR /D 6 /N, 5 AR IR 255 T
-40+2°CI 25 N AFTER D 6 /NI o PN B i 1K il B2 2 ) PR e KN T TRJ R O 30 Z b AR P
AT, LSS 10 IR, HEE T S H b AT H v A AE PR B IR FE (2045°C) RAFIL 24 /NS
12 Sample status
' FE LIRS
C1#~C5#, first cycle, fully charged state;C1#~C5#,%% 1 N 7RH AW, TR BIRE
C6#~C10#, 25th cycle, fully charged state;C6#~C10#,5% 25 N7 EH, TERHIRE
Result
1.3 .
SRUEEEN
Before &l i After 5 & Mass loss Residual
Sample No. Mass Voltage Mass Voltage Rk ocv Observation
2 o L 8 = » N = : T S il il
FE i dm s R L VAR NS B VAR VA %) Tl 2 HL s MEZIL 5
0,
(@ V) ) V) (%)
Ci# 15.043 4.184 15.035 4.139 0.053 98.92 o]
C2# 15.104 4.185 15.093 4.140 0.073 98.93 o]
C3# 15.058 4,184 15.052 4.141 0.040 98.97 O
Ca# 15.257 4,185 15.245 4.140 0.079 98.93 (0]
C5# 15.064 4.184 15.058 4,138 0.040 98.90 o]
coe# 15.242 4,183 15.231 4.140 0.072 98.97 o]
C7# 15.042 4.186 15.029 4.140 0.086 98.90 o]
cs# 15.125 4,184 15.118 4.139 0.046 98.92 o]
Cco# 15.253 4,184 15.238 4.141 0.098 98.97 0
cio# 15.057 4.184 15.051 4.140 0.040 98.95 o]

Note:L-Leakage, V-Venting, D-Disassembly, R -Rupture, F-Fire, O-No leakage, no venting, no disassembly, no

rupture, no fire.

vE: L- s V- HERG D- R R- 8RR F- 2k O- iR, BHER. TofRR. W, Tk
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Appendix 3
& 3
Test Items Vibration
a3 5 =zl
11 Test procedure
KA 7
Cells and batteries are firmly secured to the platform of the vibration machine without distorting
the cells in such a manner as to faithfully transmit the vibration, The vibration shall be a
sinusoidal wave form with a logarithmic sweep between 7Hz and 200Hz and back to 7 Hz
traversed in 15 minutes, This cycle shall be repeated 12 times for a total of 3 hours for each of
three mutually perpendicular mounting position of the cell.One of the directions of vibration must
be perpendicular to the terminal face.
R A B AL K [ TIRSINL- &, (HSEE R AR 18 i i il AR T LSS BEHE I A 3B 3R 5 . RB) S
FEIESZIR T, W BRI 7 #7243 200 #5%%, FEEIR] 7 BR%E, P5REN 15 b X — PR3N IR
ZI0; = AN HAH I L B b e B 7 A R —JT M B AT 12 9k, BN 3 /N . Horh— MR 5
I A0 2005 iy 1 A
12 Sample status
C1#~C5#, first cycle, fully charged state;C1#~C5#,%8 1 N 7RH AW, TR HBIRE
C6#~C10#, 25th cycle, fully charged state;C6#~C10#,5 25 N7 EH, TERHIRE
Result
1.3 .
SREEN
Before #&il if After £l J5
Mass Voltage Mass Voltage ek FlA R Observation
3 H o o . o : . = : k=S
i dm s PR VAR -V P LR T % FLE %) %) s MG
9) V) @) V)
Ci# 15.035 4.139 15.034 4.138 0.007 99.98 o]
c2# 15.093 4.140 15.092 4.138 0.007 99.95 O
C3# 15.052 4.141 15.052 4.139 0.000 99.95 @)
Ca# 15.245 4.140 15.245 4.140 0.000 100.00 @)
C5# 15.058 4.138 15.058 4,137 0.000 99.98 0
coe# 15.231 4.140 15.231 4.139 0.000 99.98 o]
C7# 15.029 4.140 15.029 4.139 0.000 99.98 O
cs# 15.118 4.139 15.118 4.139 0.000 100.00 @)
Co# 15.238 4.141 15.238 4.140 0.000 99.98 0
Cl10# 15.051 4.140 15.050 4.139 0.007 99.98 0

Note:L-Leakage, V-Venting, D-Disassembly, R -Rupture, F-Fire, O-No leakage, no venting, no disassembly, no

rupture, no fire.

T L- iR V- H D- R R-OBGRS; F- K O- i, JeHRR. MR TR, oK.

Page 6 of 12 pages
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Appendix 4
& 4
Test Items Shock
a3 5 i
11 Test procedure
KA P
Test cells and batteries shall be secured to the testing machine by means of a rigid mount which
will support all mounting surfaces of each battery, Each cell shall be subjected to a half-sine
shock of peak acceleration of 150gn and pulse duration of 6 milliseconds, Each cell or battery
shall be subjected to three shocks in the positive direction and to three shocks in the negative
direction in each of three mutually perpendicular mounting positions of the cell or battery for a
total of 18 shocks.
T8 H b R F s 2E ) R ] S AR R AR AR IR L b, SRS AR FRB I BT R
TN HL AN 32 B K IR FE 150 gn FHRK A RREEINT [R] 6 =2 A0 02 IEsZ i . A4 F it Bl b 21
ZRAE =A™ T AR LA b B R A 22 2B T R IE R 5 ) 2 3 =ik, SRR AE SR T [ 2232 =K
Mk, SR 18 k.
12 Sample status
' FEaRIRES
C1#~C5#, first cycle, fully charged state;C1#~C5#,%% 1 N R HL AW, TR HBRE
C6#~C10#, 25th cycle, fully charged state;C6#~C10#,5 25 N7 L, 58478 HIRA
13 Result
' RUESEN
N Before &l i After 5 & Mass loss Residual
ample NO. Mass Voltage Mass Voltage Rk ocv Observatio
6 e . = 5 S = 5 el N el
FE i dm s BB R VAR NS BT VAR NS %) Pl R HLE ns M ELHL 5
0,
(@) V) ) V) (%)
Cl# 15.034 4.138 15.034 4.138 0.000 100.00 (0]
C2# 15.092 4.138 15.092 4.138 0.000 100.00 (0]
C3# 15.052 4,139 15.052 4.139 0.000 100.00 (0]
Ca# 15.245 4.140 15.244 4,139 0.007 99.98 (0]
C5# 15.058 4.137 15.058 4.137 0.000 100.00 (0]
Cé6# 15.231 4.139 15.230 4.139 0.007 100.00 (0]
C7# 15.029 4,139 15.029 4.138 0.000 99.98 (0]
cs# 15.118 4,139 15.118 4.139 0.000 100.00 (0]
Co# 15.238 4.140 15.237 4.140 0.007 100.00 0
Clo# 15.050 4.139 15.050 4.139 0.000 100.00 (0]

Note:L-Leakage, V-Venting, D-Disassembly, R-Rupture, F-Fire, O-No leakage, no venting, no disassembly, no

rupture, no fire.

vE: L- s V- HERG D- A R-OBE

F-i2k; O- Killtls. CHR. LMk, . Tk
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Appendix 5
% 5
Test Items External short circuit
3 5 SN
11 Test procedure
KA P

The cell or battery to be tested shall be heated for a period of time necessary to reach a
homogeneous stabilized temperature of 57+4°C,measured on the external case ,This period of
time depends on the size of the cell or battery and should be assessed and documented. If this
assessment is not feasible the exposure time shall be at least 6 hours for small cells and small
batteries. then the cell or battery at 57+4°Cshall be subjected to one short circuit condition with a
total external resistance of less than 0.1 ohm . This short circuit condition is continued for at least
one hour after the cell or battery external case temperature has returned to 57+4°C.

X TR LV B A, NI — B BRI ), A A AR S I i R BB A AR e IR 57
+4°C, IX BRI A] AR I e T Rt B rE I A R R /NAIBE T, 50T I A R E I [8] 20 BAPEAl AE 5%
WITEEEHEATIZFPAL 0/ AN 2R s 2E 1) R B I (R RE 52 /b 6 /Bik . SRJE, Ha el d vl Ze
RifE B7 + 4°C A F A2 RAMHI/NT 0.1 BRUS AT B 55 AF o X —J 6 S5 A1 L LE PRt B P v 2H 1
TR R ) 57 + 4°C J4k4: 5 /> 1 /A,

Sample status

1.2 e
FEMIRES
C1#~C5#, first cycle, fully charged state;C1#~C5#,%8 1 N R HLAW, TR HBRE
C6#~C10#, 25th cycle, fully charged state;C6#~C10#,%5 25 N7 L, 58478 HIRAS
13 Result
' ol &5 SR
Sample No Max. External Temperature
. EF,) L T it 2R THI B¢ e 0L P Observations W 223 %
FF it 95 .
49
ci# 109.1 o
Co# 99.8 o
C3# 105.3 9]
Ca# 108.0 0]
ChH# 96.5 e)
Cé# 107.1 o
C7# 105.7 o
cs# 103.4 0]
co# 105.4 o
Cl10o# 109.1 0]

Note:D -Disassembly, R -Rupture, F-Fire, O- no disassembly, no rupture, no fire.

E: D- itk R- BER; F- Rk O-Tofffk. omkZd. ok,
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Appendix 6
& 6
Test Items Crush
oI5 H Bk
1.1 Test procedure
RN

A cell or component cell is to be crushed between two flat surfaces. The crushing is to be
gradual with a speed of approximately 1.5cm/s at the first point of contact. The crushing is to be
continued until the first of the three options below is reached.

(@) The applied force reaches 13kN+0.78kN;

(b) The voltage of the cell drops by at least 100 mV; or

(c) The cell is deformed by 50% or more of its original thickness.

Once the maximum pressure has been obtained, the voltage drops by 100mV or more, or the
cell is deformed by at least 50% of its original thickness, the pressure shall be released.

W B BT SR AP I TR B, FF s 0 BEIBHIN R, 7R 58— M cfl b B KR4
1.5 BRI . HEEFFEEHEAT, HEIHMILIN =ML —:

(@)Bt ey EIAH) 13 T4 i+0.78 T4, filtn. Hl—/MEFEEAR 32 ZKARILTIE ), EH
WOETA /783 17 Jeih . (b) B B TR %/ 100 24K Bi(c) Bt AL TR 1A J5 465 )5 B2 1) 50%
LA b, —BIKBIR RS T) . R TR 100 2R 2, siiib Al 2/ 0k 55 1) 50%, EA)

fEBR R T
12 Sample status
' FERIRES
C11#~C15#, first cycle , 50% charged state ;C11#~C15#,%5 1 N 7c FEL A ,50% 76 FER S
C16#~C20#, 25th cycle , 50% charged state ;C16#~C20#,%5 25 4> 78 H1 /& 1],50% 78 HUIRAS
13 Result
' RUESEN
Sample No. Max. External Temperature Observations
FE g5 FE i 2R 1 il B (°C) MERILG
Cli# 23.6 0
C12# 23.8 0]
C13# 23.6 0]
Cl4a# 23.7 O
C15# 23.5 @]
Cl6# 23.8 0
Cl17# 23.8 0]
ci8# 23.6 0
C19# 23.7 o
C20# 23.7 0

Note:D -Disassembly, F-Fire, O- no disassembly, no fire.

vE: D- fiftfk; F- ks O-TCfffk. okt K.
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Appendix 7
s 7
Test Items Forced discharge
3 5 SR B
11 Test procedure
KA 7
Each cell shall be forced discharged at ambient temperature by connecting it in series with a 12V
D. C, power supply at an initial current equal to the maximum discharge current specified the
manufacturer .The specified discharge current is to be obtained by connecting a resistive load of
the appropriate size and rating in series with the test cell, Each cell shall be forced discharged
for a time interval (in hours) equal to its rated capacity divided by the initial test current (in
ampere).
BB AEM R T 5 12 AR B I A BRAE A 4 HL IR 55 T 1138 1 48 7 1R R R0 HE L UL )
PET SR AR o K3 2 /N RIVERUE (8 6 Fi BEL A7 5 a0 v R OEG, TE A 4 e BOTBCR LR . X
BEAN FEIRREAT SR A RO RE T A ] (/N ) 82 A5 T LA e 2 B ok DA AR 6 FEL AL (22 ) o
12 Sample status
C21#~C304#, first cycle , fully discharged state ;C21#~C30#,55 1 78 HL & 8, 58 R AS
C31#~C40#, 25th cycle , fully discharged state ;C31#~C40#, 55 25 78 B W, 52 S IR S
13 Result
' SRR
Sample No Maximum discharge Observatio Sample No Maximum discharge Observatio
- jzﬁ%’ ' current F K JCHL R ns B 5%% ' current f KT R ns
" (MA) VLR " (MA) WSS
C21# 400 0] C31# 400 o]
C22# 400 0] C32# 400 o]
C23# 400 0] C33# 400 (0]
C24# 400 0] C34# 400 (0]
C25# 400 0] C35# 400 (0]
C26# 400 0] C36# 400 o]
C27# 400 0] C37# 400 o]
C28# 400 0] C38# 400 (0]
C29# 400 0] C39# 400 (0]
C30# 400 0] C40# 400 o]

Note:D -Disassembly, F-Fire, O- no disassembly, no fire.

v D- fiffk; F- gk O-Tofifk. ekg K.
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\l

FOoE H I
Notice

A s T e RS A ) 2 AE A

The test report is invalid without the testing stamp of Guangzhou CP-UP Certification
Technology Service Co., Ltd..

RGN E B FEE, A E GRS .

Nobody is allowed to photocopy or partly photocopy this test report without written permission
of Guangzhou CP-UP Certification Technology Service Co., Ltd..

ENEE R 1R YN YN LR [ NESE 2 W &

The test report is invalid without the signatures of Approver, Checker and Tester.
AR IR R

The test report is invalid if altered.

SRR A UG ST ISR R S 2 H R TR Y AR I A H

Objections to the test report must be submitted to Guangzhou CP-UP Certification
Technology Service Co., Ltd. Within 15 days.

AR A AR SR 5T

The test report is responsible for the tested samples only.

REZE R FNIAT R R AEH”, “PPRR il “FrRaR N,

As for the test conclusion, “N/A” means “not applicable”, “P” means “pass” and “F” means
“fail”.

S 5HUE SHORIET RIS AL BERE, 5 DA AE FLe U n) il i S mi ke 00 45 SR A 24k, A
I A AAREATA S DT

The model and rated parameter is from the information provided by the applicant. Our lab
shall not take any responsibility if the information is fake and exaggerated, which may

influence the validity of the testing result.

--End of report--
-] 4 R -
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